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1
DIFFERENTIAL PAIR SENSING CIRCUIT
STRUCTURES

BACKGROUND OF THE INVENTION

1. Field of the Invention

The present invention is directed in general to integrated
circuit devices and methods for manufacturing and operating
same. In one aspect, the present invention relates to the manu-
facture and use of semiconductor devices having lon-Sensi-
tive Field Effect Transistors (ISFETs).

2. Description of the Related Art

Ion-Sensitive Field Effect Transistors (ISFETs) and Immu-
nologically Sensitive Field Effect Transistors (IMFETs),
hereafter collectively referred to as Chemically-Sensitive
Field Effect Transistors (CSFETs), are used for sensing and
measuring concentrations of ions and other molecules in flu-
ids. When paired with a standard reference transistor to form
a differential pair sensing circuit, the matching electrical
characteristics (e.g., threshold voltage Vt) between the
CSFET and the standard reference transistor are highly criti-
cal. However, the requirement that the CSFET gate be
exposed to the fluid (either directly or through a target-sensi-
tive membrane) can alter the threshold voltage of the CSFET,
thereby creating a significant mismatch between the CSFET
and the standard reference transistor which reduces the sen-
sitivity and accuracy of the differential pair sensing circuit.
These mismatch challenges remain, even as CMOS processes
are used to fabricate differential pair circuits. For example,
known CMOS CSFETs are unsatisfactory in a number of
respects, including wide variation in the threshold voltage at
a chosen set point (e.g., neutral pH) for the CMOS CSFETs,
susceptibility to voltage drift of CMOS CSFETs during
operation, and other deleterious effects that arise from the
presence of fixed charge within the gate dielectric (and/or
passivation layers) of the CMOS CSFETs, as well as process-
induced charges within the polysilicon floating gate. As a
result, the existing design, operation, and manufacturability
of differential pair CSFET sensing integrated circuits is
extremely difficult to implement at a practical level.

BRIEF DESCRIPTION OF THE DRAWINGS

The present invention may be understood, and its numer-
ous objects, features and advantages obtained, when the fol-
lowing detailed description is considered in conjunction with
the following drawings.

FIG. 1 shows a simplified circuit schematic diagram of a
conventional differential pair CSFET sensing integrated cir-
cuit.

FIG. 2 shows a simplified cross-sectional view of a con-
ventional differential pair CSFET sensing integrated circuit,
such as shown in

FIG. 3 shows a simplified circuit schematic diagram of a
differential pair CSFET sensing integrated circuit having
capacitively coupled control gates that are separately con-
trolled in accordance with first selected embodiments of the
present disclosure.

FIG. 4 shows a simplified cross-sectional view of the dif-
ferential pair CSFET sensing integrated circuit shown in FIG.
3.

FIG. 5 shows a simplified circuit schematic diagram of a
differential pair CSFET sensing integrated circuit having
capacitively coupled control gates that are controlled by a
shared control voltage in accordance with second selected
embodiments of the present disclosure.
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FIG. 6 shows a simplified cross-sectional view of the dif-
ferential pair CSFET sensing integrated circuit shown in FIG.
5.

FIG. 7 shows a simplified circuit schematic diagram of a
differential pair CSFET sensing integrated circuit having a
control gate capacitively coupled to the CSFET gate in accor-
dance with third selected embodiments of the present disclo-
sure.

FIG. 8 shows a simplified cross-sectional view of the dif-
ferential pair CSFET sensing integrated circuit shown in FIG.
7.

FIG. 9 shows a simplified circuit schematic diagram of a
differential pair CSFET sensing integrated circuit having
separate control gates capacitively coupled to the gates of a
reference FET and CSFET gate in accordance with additional
selected embodiments of the present disclosure.

It will be appreciated that for simplicity and clarity of
illustration, elements illustrated in the drawings have not
necessarily been drawn to scale. For example, the dimensions
of some of the elements are exaggerated relative to other
elements for purposes of promoting and improving clarity
and understanding. Further, where considered appropriate,
reference numerals have been repeated among the drawings
to represent corresponding or analogous elements.

DETAILED DESCRIPTION

A differential pair target sensing circuit and associated
method of operation provide a mechanism for matching the
electrical characteristics of a reference field effect transistor
and chemically sensitive field effect transistor, (CSFET) by
using one or more control gates that are capacitively coupled
to the transistor gates, allowing the transistors to be pro-
grammed to a desired threshold voltage before, during or after
fluid interaction. When fabricated within a CMOS platform,
the disclosed differential pair target sensing circuit provides a
highly sensitive and accurate sensing circuit with an efficient,
compact, and low cost design that eliminates mismatch
between the transistors. In selected embodiments, separate
control gates may be used to bias both the reference transistor
and the CSFET to suitable operating conditions such that the
output of the circuit is maximized for any change in the target
atom/molecule concentration in the fluid being measured. In
other embodiments, a common control gate is capacitively
coupled to the gates of both the reference transistor and the
CSFET so that the transistors are simultaneously pro-
grammed to a desired operating condition to achieve maxi-
mum sensitivity and accuracy in determining a target atom/
molecule concentration. In other embodiments, a control gate
is capacitively coupled to the gate of the CSFET so that the
CSFET can be programmed to the desired operating condi-
tion for purposes of reducing mismatch and increasing sen-
sitivity and accurate measurement of target atom/molecule
concentrations. By using capacitively coupled control gates
to adjust any mismatched voltage threshold characteristics of
the reference transistor and the CSFET, the sensitivity and
accuracy of the differential pair target atom/molecule sensing
circuit is greatly increased without significantly increasing
the size of the circuit.

Turning now to FIG. 1, there is shown a simplified circuit
schematic diagram of a conventional differential pair CSFET
sensing integrated circuit 100 for sensing and measuring tar-
get atom/molecule concentrations in a fluid 118. The depicted
sensing circuit 100 includes a series-connected first resistor
R1 and standard reference FET N1 for providing a reference
measurement value at output node VO1, and a series-con-
nected second resistor R2 and chemically-sensitive FET N2
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for providing a target atom/molecule measurement value at
output node VO2. The measurement values VO1, VO2 may be
provided as an input to an analog-to-digital converter or oth-
erwise digitized for input to a signal processing system (not
shown) for translation of the measured values to a target
material property (e.g., presence, absence, amount, concen-
tration, toxicity, etc.) measurement for the fluid 118. Coupled
in parallel between a first reference voltage (e.g., Vdd) and
second reference voltage (e.g., Vs), the standard and chemi-
cally-sensitive FETs N1, N2 have their gates 102, 112 con-
nected, respectively, to a gate voltage Vg and the fluid solu-
tion 118 so that differential signal measured at the outputs
VO1, VO2 quantifies the target atom/molecule concentra-
tions in the fluid 118.

To match their threshold voltage performance, the gates
102, 112 of the standard and chemically-sensitive FETs N1,
N2 are each electrically connected to identical sensing plate
layers 107, 117. However, since a typical sense plate 117 for
a sensitive CSFET N2 can be quite large (e.g., approximately
10,000 um? or even bigger), the requirement of a matching
sense plate 107 significantly increases the size of the sensing
circuit 100. In addition, the requirement of a protective layer
108 of non-reactive material on the sense plate 107 of the
standard FET N1 also increases the manufacturing cost and
complexity, especially if non-standard CMOS processing is
required to form the protective layer 108. Other factors aris-
ing from the design, fabrication, and operation of the sensing
circuit 100 can result in the standard and chemically-sensitive
FETs N1, N2 having unmatched electrical characteristics
which can impair the sensitivity and accuracy of the sensing
circuit 100.

FIG. 2 shows a simplified cross-sectional view of a con-
ventional differential pair CSFET sensing integrated circuit
200 consistent with the example sensing circuit 100 shown in
FIG. 1. The depicted sensing circuit 200 includes a standard
or reference MOSFET 250 and chemically-sensitive MOS-
FET (CSFET) 251 optionally formed in a common or shared
substrate 201 and physically isolated from one another (as
indicated at line 210) so that the CSFET 251 is in contact with
the fluid 218 being measured. In selected embodiments, the
substrate 201 is formed as up-well in a semiconductor sub-
strate (e.g., silicon, GaAs, or another substrate material). As
will be appreciated, the substrate 201 may be formed as a bulk
semiconductor substrate or a semiconductor-on-insulator
(SOI) type substrate in which one or more additional semi-
conductor layers and/or well regions are formed using epi-
taxial semiconductor growth and/or selective doping tech-
niques as described more fully hereinbelow. Thus, there is no
specific substrate type required. And depending on the type of
device being fabricated, the substrate 201 may be imple-
mented as a bulk semiconductor substrate, single crystalline
silicon (doped or undoped), SOI substrate, or any semicon-
ductor material including in bulk or thin-film form, for
example, Si, SiC, SiGe, SiGeC, Ge, GaAs, InAs, InP, as well
as other III/V or II/VI compound semiconductors or any
combination thereof, alone or in combination with an epi-
taxial layer (e,g., p-type epi layer). However formed, the
substrate 201, alone or in combination with any additional
layers or regions formed therein, has an upper surface defin-
ing the uppermost extent of the substrate.

In the substrate 201, isolation regions (e.g., shallow trench
isolation regions in this description) are formed to delineate
and separate the MOSFET structures which include source/
drain regions (e.g., regions of diffused impurities, or simply
“diffusions”) and the channel region formed therebetween
acting in combination with a gate electrode and any electrical
field generated thereby, either from the application of a gate
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voltage (Vg) or other electrical interaction between the gate
electrode and the fluid layer being sensed. For example, the
reference MOSFET 250 includes a gate electrode 202 and
associated n+ source/drain regions formed in the p-well sub-
strate 201 and isolated by STI regions from the p+ well
contact region. When formed with a metal or doped poly gate
layer, the gate electrode 202 may be connected through at
least one via/contact layer 203 and first conductive layer 204
to receive a gate voltage (Vg). In addition, a matching sense
plate layer 206 is formed in an upper conductive layer (e.g.,
last metal) and covered with a target atom/molecule-sensitive
layer 207 (which may be the passivation layer or another
layer, depending on the ion or molecule of interest), with the
matching sense plate layer 206 being electrically connected
to the first metal contact layer 204 by one or more via/contact
layer 205. However, to protect the matching sense plate layer
206 and passivation layer 207 from the fluid 218 being mea-
sured, the passivation layer 207 is covered by protective layer
208 of non-reactive material. Though not shown, it will be
appreciated that the n+ drain region of the reference MOS-
FET 250 is connected to an output voltage node (VO1) and
across a load resistor (e,g., R1) to a first reference voltage
(e.g., Vdd), While the n+ source region of the reference MOS-
FET 250 is connected to a second reference voltage (e.g., Vs).

In similar fashion, the CSFET 251 includes a gate electrode
212 and associated n+ source/drain regions formed in the
p-well substrate 201 and isolated by STI regions from the p+
well contact region. In embodiments where the gate electrode
212 of the CSFET 251 is formed with a metal or doped poly
gate layer, the gate electrode 212 may be electrically con-
nected through at least one via/contact layer 213, first metal
contact layer 214, and one or more additional via/contact
layers 215 to a sense plate layer 216 formed in an upper
conductive layer (e.g., last metal) and covered by a target
atom/molecule-sensitive passivation layer 217 which is
exposed to the fluid 218 being measured. In the illustrated
embodiment, electrical communication between fluid 218
and floating gate 212 is provided by the metal sense plate 216,
interconnects (e.g., vias) 213, 215, and metal structure 211
which functionally correspond to a top capacitor plate, while
the substrate 201 and n+ regions formed therein form a bot-
tom capacitor plate. Though not shown, it will be appreciated
that the n+ drain region of the CSFET 251 is connected to an
output voltage node (VO2) and across aloud resistor (e.g., R2)
to a first reference voltage (e.g., Vdd), while the n+ source
region of the CSFET 251 is connected to a second reference
voltage (e.g., Vs).

During operation of the sensing circuit 200, the target
atom/molecule concentration within fluid 218 results in a
corresponding electrical bias of floating gate 212. This bias
results in MOS behavior with respect to the n+ source/drain
diffusions in the CSFET 251 to generate a signal representing
the target atom/molecule concentration of fluid 218 which
may be compared to a reference signal generated by the
reference FET 250 in response to the gate voltage Vg. How-
ever, the presence of process-induced charge within floating
gate 212 arising during manufacture or operation can signifi-
cantly affect the threshold voltage of the CSFET 251, creating
amismatch between the FETs 250, 251. And in addition to the
increased physical layout requirements for matching the
dimensions and performance of the sense plates 206, 216,
there is also additional processing required to add the protec-
tive layer 208 to the reference sense plate 206, 207 to protect
it from the fluid 218 being tested. The protective layer 208
formed in the reference FET 250 not only adds to the pro-
cessing complexity and cost, but can also affect the threshold
voltage performance of the sensing circuit 200 by virtue of
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process-related changes in the fabrication of the reference
FET 250. As a result, the electrical behavior of the sensing
circuit 200 with respect to a given target atom/molecule con-
centration of fluid 218 can be difficult to predict, especially
when the threshold voltages at the reference FET 250 and
CSFET 251 are not matched.

The disclosed embodiments relate to a differential pair
target atom/molecule sensing circuit and associated method
or operation and fabrication that enables the electrical char-
acteristics of a reference FET and CSFET in the sensing
circuit to be adjusted and/or matched by using one or more
control gates that are capacitively coupled to the reference
FET and CSFET for programming to a desired threshold
voltage. Though described with reference to MOSFET
devices, it will be appreciated that the reference and chemi-
cally-sensitive transistors may be embodied with other
devices, such as Metal-Oxide-Semiconductor (MOS) capaci-
tors, metal-insulator-metal (MIM) capacitors, or the like,
manufactured using standard CMOS processing techniques.

For example, FIG. 3 shows a simplified circuit schematic
diagram of a differential pair CSFET sensing integrated cir-
cuit 300 having capacitively coupled control gates that are
separately controlled in accordance with selected embodi-
ments of the present disclosure. The sensing circuit 300
includes a first floating gate FET N1 with agate electrode 302,
a second floating gate FET N2 with a gate electrode 312, and
load resistors R1, R2.

The floating gate FETs N1, N2 may share a common sub-
strate voltage Vsub, and are connected with the load resistors
R1, R2 in parallel between the first reference voltage (e.g.,
Vdd) and a second reference voltage (e.g., Vs). As areference
transistor, the first floating gate FET N1 includes a gate elec-
trode 302 that is not connected or coupled to a target atom/
molecule sensitive layer. However, a first conductive control
gate or plate 306 is capacitively coupled to the gate electrode
302 to receive a first control gate voltage (Vegl) that may be
used to program the first floating gate FET N1 to a desired
voltage threshold (Vt1). As a chemically-sensitive transistor,
the second floating gate FET N2 includes a layer of sensing
material 320 which is capacitively coupled to the gate elec-
trode 312 via conductive plate 317, and which is in contact
with the fluid 322 being measured. Sensing material layer 320
can be omitted if the material of the plate 317 is sensitive to
the target atom/molecule or ion. In addition, the second float-
ing gate FET N2 is optionally capacitively coupled to a sec-
ond conductive control gate or plate 316 which receives a
second control gate voltage (Vcg2) that may be used to pro-
gram the second floating gate FET N2 to a desired voltage
threshold (Vt2) which may be equal to or different from Vtl,
depending on the nature of the mismatch between N1 and N2
and the operating range. As a result, the control gates 306,316
may be used to program both the reference floating gate FET
N1 and the chemically-sensitive floating gate FET N2 to
desired threshold voltages Vt1 and V12 to reduce and/or elimi-
nate the mismatch between the FETs N1, N2 in order to
increase the accuracy and sensitivity of the sensing circuit
300 without increasing the size of the circuit significantly.

With the depicted sensing circuit 300, the separately con-
trolled control gates 306, 316 allows separate programming
of FETs N1, N2 which can have significant local mismatch,
so that a differential signal measured at the outputs VO1, VO2
of'the FETS N1, N2 can accurately quantify the target atom,/
molecule concentrations in the fluid 322. Though not shown,
the differential signals VO1, VO2 may be provided as an input
to an analog-to-digital converter (not shown) to provide digi-
tized signals to a signal processing system (not shown) for
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6

translation of the signal to a target material property (e.g.,
presence, absence, amount, concentration, toxicity, etc.) mea-
surement.

FIG. 4 shows a simplified cross-sectional view of a differ-
ential pair CSFET sensing integrated circuit 400 consistent
with the example sensing circuit 300 shown in FIG. 3. The
depicted sensing circuit 400 includes a standard or reference
MOSFET 450 and CSFET 451 optionally formed in a com-
mon or shared substrate 401 and physically isolated from one
another (as indicated at line 410) so that the CSFET 451 is in
contact with the fluid 422 being measured. While illustrated
as being formed as a p-well in a semiconductor substrate, the
substrate 401 may be formed as a bulk silicon substrate, single
crystalline silicon (doped or undoped), SOI substrate, or any
bulk or thin-film semiconductor material including, for
example, Si, SiC, SiGe, SiGeC, Ge, GaAs, InAs, InP, as well
as other III/V or II/VI compound semiconductors or any
combination thereof, alone or in combination with an epi-
taxial layer. In the substrate 401, isolation regions (e.g., shal-
low trench isolation as in this description) are formed to
delineate and separate the standard and chemically-sensitive
MOSFET structures, each of which include source/drain
regions defining a channel region formed under a gate elec-
trode. For example, the reference MOSFET 450 includes a
gate electrode 402 and associated n+ source/drain regions
formed in the p-well substrate 401 and isolated by ST regions
from the p+ well contact region, while the chemically-sensi-
tive MOSFET 451 includes a gate electrode 412 and associ-
ated n+ source/drain regions formed in the p-well substrate
401 and isolated by STI regions from the p+ well contact
region.

Atthe reference MOSFET 450, the gate electrode 402 may
be formed with a doped poly or metal gate layer and con-
nected through a stack of one or more via/contact layers 403
to a capacitor bottom plate 404. In addition, a capacitor top
plate (CTP) 406 is formed in an upper conductive (e.g., metal)
layer and capacitively coupled through a capacitive insulating
layer 405 to form a capacitor (e.g., a Metal-Insulator-Metal or
MIM capacitor). With the CTP 406 connected to receive the
first control gate voltage (Vcgl), the MIM capacitor may be
used to program the first floating gate FET N1 to a desired
voltage threshold (Vtl) by capacitively coupling the first
control gate voltage across the capacitor top plate 406.
Though not shown, it be appreciated that the n+ drain region
of the reference MOSFET 450 is connected to an output
voltage node (VO1) and across a load resistor (e.g., R1)to a
first reference voltage (e.g., Vdd), while the n+ source region
of the reference MOSFET 450 is connected to a second ref-
erence voltage (e.g., Vs). In addition, the p-well substrate 401
will be connected to a substrate voltage (e.g. Vsub). In
embodiments where the reference MOSFET 450 does not
include a sense plate layer, passivation layer, or protective
layer, there will advantageously be reduced cost, processing
complexity, and smaller layout requirements.

At the CSFET 451, the gate electrode 412 and associated
tri-source/drain regions are isolated by STI regions in the
p-well substrate 401. When formed with a metal or doped
poly gate layer, the gate electrode 412 may be electrically
connected through a stack of one or more via/contact layers
413 to a capacitor bottom plate 414. Over the bottom capaci-
tor plate 414, a first capacitor top plate (CTP) 416 is formed in
an upper conductive (e.g., metal) layer and capacitively
coupled through a capacitive insulating layer 415 to form a
capacitor (e.g., a Metal-Insulator-Metal or MIM capacitor)
with the bottom capacitor plate 414. By connecting the first
CTP 416 to receive the second control gate voltage (Veg2),
the second floating gate FET N2 may be programmed to a
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desired voltage threshold (V12) by capacitively coupling the
second control gate voltage across the first capacitor top plate
416. In addition, a second capacitor top plate (CTP) 417 may
be formed in an upper metal layer and capacitively coupled
through a capacitive insulating layer 415 to form a second
metal-insulator-metal (MIM) capacitor with the bottom
capacitor plate 414. By connecting the second CTP 417
through one or more via/contact layers 418 to a sense plate
layer 419 formed in an upper metal layer (e.g., last metal) and
covered by a chemically-sensitive layer 420 (which may be
the passivation layer or another layer, depending on the ion or
molecule of interest), the second CTP is positioned to mea-
sure the fluid 422 being tested. Layer 420 can be omitted if the
material of the sense plate 419 is sensitive to the target atom/
molecule or ion. In the illustrated embodiment, electrical
communication between fluid 422 and floating gate 412 is
provided by the metal sense plate 419, interconnects (e.g.,
vias) 418, second MIM capacitor 414, 415, 417, and via/
contact 413. Though not shown, it will be appreciated that the
n+ drain region of the CSFET 451 is connected to an output
voltage node (VO2) and across a load resistor (e.g., R2) to the
first reference voltage (e.g., Vdd), while the n+ source region
of the CSFET 451 is connected to the second reference volt-
age (e.g., Vs).

In fabricating the sensing circuit 400, a single poly-multi-
metal process may be employed. In selected embodiments,
the gates 402, 412 may be formed by patterning a poly layer
over one or more gate dielectric layers formed on the sub-
strate 401, followed by selective implantation and/or diffu-
sion of the source/drain and contact regions using sidewall
spacers and implant masks (not shown). Interconnect layers
formed over the gate electrodes 402, 412 may include one or
more bottom interlayer dielectric (ILD) layers in which con-
tact structures 403, 413 are formed in aligned contact with the
gates 402, 412 and source/drain regions (not shown). In addi-
tion, a first metal layer may be formed in an upper ILD layer
to define the bottom capacitor plates 404, 414, such as by
using a damascene process whereby openings in an ILD layer
are formed and filled with a metal (e,g., copper) that is pol-
ished to define the separate bottom capacitor plates 404, 414
in aligned contact with the contact structures 403, 413. On
each bottom capacitor plate 404, 414, a capacitor dielectric
405, 415 may be formed, such as by depositing an appropriate
dielectric material (e.g., oxide, nitride, etc.), alone or in com-
bination with an etch stop layer (not shown). Subsequently, an
upper metal layer may be formed in an upper ILD layer to
define the top capacitor plates 406,416, 417 as shown, such as
by using a damascene process whereby openings in the upper
ILD layer are formed and filled with a metal (e,g., copper) that
is polished to define the separate top capacitor plates 406,
416, 417. Additional conductive interconnect layers are then
formed in the upper ILD layers to connect the top capacitor
plates 406, 416 to the first and second control gate voltages,
respectively, and to connect the top capacitor plate 417 to the
sense plate layer 419 and passivation layer 420. In this way,
layout space is reduced by forming only one sense plate 419
for the differential pair and by forming the control gates 406,
416 with a metal layer that is positioned underneath the con-
ductive sense plate layer 419. In addition, there is no need to
form any protective coating on the control gates 406, 416
since they are formed in and protected by the ILD stack.

Turning now to FIG. 5, there is shown a simplified circuit
schematic diagram of a differential pair CSFET sensing inte-
grated circuit 500 having capacitively coupled control gates
that are controlled by a shared control voltage (Vcg) in accor-
dance with selected embodiments of the present disclosure.
The sensing circuit 500 includes a first floating gate FET N1

5

10

15

20

25

30

35

40

45

50

55

60

65

8

with a gate electrode 502, a second floating gate FET N2 with
a gate electrode 512, and load resistors R1, R2. The floating
gate FETs N1, N2 may share a common substrate voltage
Vsub, and are connected with the load resistors R1, R2 in
parallel between the first reference voltage (e.g., Vdd) and a
second reference voltage (e.g., Vs). As a reference transistor,
the first floating gate FET N1 includes a gate electrode 502
that is not connected or coupled to a target atom/molecule
sensitive layer. However, a first conductive control gate or
plate 506 is capacitively coupled to the gate electrode 502 to
receive a shared control gate voltage (Vcg) that may be used
to program or adjust the operating conditions (e.g., voltage
threshold) for the first floating gate FET N1. As a chemically-
sensitive transistor, the second floating gate FET N2 includes
a layer of sensing material 520 which is capacitively coupled
to the gate electrode 512 via conductive plate 517, and which
is in contact with the fluid 522 being measured. Layer 520 can
be omitted if the material of the plate 517 is sensitive to the
target atom/molecule or ion. In addition, the second floating
gate FET N2 is capacitively coupled to a second conductive
control gate or plate 516 which receives the shared control
gate voltage (Vcg) that may be used to program or adjust the
operating conditions for the second floating gate FET N2. As
a result, the control gates 506, 516 may be used to simulta-
neously program both the reference floating gate FET N1 and
the chemically-sensitive floating gate FET N2 to a desired
operating condition so that a maximum sensitivity to and
accuracy in determining the target atom/molecule concentra-
tion can be achieved at the sensing circuit 500 with a compact
and efficient circuit. With the depicted sensing circuit 500, the
FETs N1, N2 can be separately programmed but are more
easily adjusted together so that a differential signal measured
at the outputs VO1, VO2 of the FETs N1, N2 can accurately
quantify the target atom/molecule concentrations in the fluid
\.522.

FIG. 6 shows a simplified cross-sectional view of a differ-
ential pair CSFET sensing integrated circuit 600 consistent
with the example sensing circuit 500 shown in FIG. 5. The
depicted sensing circuit 600 includes a standard or reference
MOSFET 650 and CSFET 651 formed ina common or shared
substrate 601 to be physically isolated from one another (as
indicated at line 610) so that the CSFET 651 is in contact with
the fluid 622 being measured. At the reference MOSFET 650,
the gate electrode 602 may be formed with a metal or doped
poly gate layer and connected through a stack of at least one
via/contact layer 603 to a capacitor bottom plate 604. In
addition, a capacitor top plate (CTP) 606 is formed in an
upper conductive (e.g., metal) layer and capacitively coupled
through a capacitive insulating layer 605 to form a first
capacitor (e.g., a metal-insulator-metal or MIM capacitor).
Connected to receive the shared control gate voltage (Vcg),
the CTP 606 in the first MIM capacitor may be used to
program the first floating gate FET N1 to a desired voltage
threshold (Vt1) by capacitively coupling the shared control
gate voltage (Vcg) across the capacitor top plate 606. Though
not shown, it will be appreciated that the n+ drain region of the
reference MOSFET 650 is connected to an output voltage
node (VO1) and across a load resistor (e.g., R1) to a first
reference voltage (e.g., Vdd), while the n+ source region of
the reference MOSFET 650 is connected to a second refer-
ence voltage (e.g., Vs). As with other embodiments, the ref-
erence MOSFET 650 advantageously reduces cost and pro-
cessing complexity and reduces the layout requirements by
not including a sense plate layer, passivation layer, or protec-
tive layer.

At the CSFET 651, the gate electrode 612 and associated
n+ source/drain regions are isolated by STI regions in the
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p-well substrate 601. In addition, the gate electrode 612 may
be electrically connected through at least one via/contact
layer 613 to a capacitor bottom plate 614. Over the bottom
capacitor plate 614, a first capacitor top plate (CTP) 616 is
formed in an upper conductive layer and capacitively coupled
through a capacitive insulating layer 615 to form a second
capacitor (e.g., a MIM capacitor) with the bottom capacitor
plate 614. By connecting the first CTP 616 to receive the
shared control gate voltage (Vcg), the second floating gate
FET N2 may be programmed to a desired voltage threshold
(V12) by capacitively coupling the shared control gate voltage
(Veg) across the first capacitor top plate 616. In addition, a
second capacitor top plate (CTP) 617 may be formed in an
upper conductive layer and capacitively coupled through a
capacitive insulating layer 615 to form an additional capacitor
(e.g., MIM capacitor) with the bottom capacitor plate 614. By
connecting the second CTP 617 through one or more via/
contact layers 618 to a sense plate layer 619 formed in an
upper conductive layer (e.g., last metal) and covered by a
target atom/molecule-sensitive passivation layer 620, the sec-
ond CTP is positioned to measure the fluid 622 being tested.
Layer 620 can be omitted if the material of the sense plate 619
is sensitive to the target atom/molecule or ion. Though not
shown, it will be appreciated that the n+ drain region of the
reference CSFET 651 is connected to an output voltage node
(VO2) and across a load resistor (e.g., R2) to the first refer-
ence voltage Vdd), while the n+ source region of the CSTET
651 is connected to the second reference voltage (e.g., Vs).
In selected embodiments, the sensing circuit 600 may be
fabricated with a single poly-multi-metal process. For
example, after patterning the gates 602, 612 in a poly layer
formed over one or more gate dielectric layers on the sub-
strate 601, the source/drain and contact regions may be selec-
tively implanted and/or diffused by using sidewall spacers
and implant masks (not shown). Subsequently, interconnect
layers are formed over the gate electrodes 602, 612 to include
one or more bottom interlayer dielectric (ILD) layers in
which contact structures 603, 613 are formed in aligned con-
tact with the gates 602, 612 and source/drain regions (not
shown). In addition, a first metal layer may be formed in an
upper ILD layer to define the bottom capacitor plates 604,
614, such as by using a damascene process whereby openings
in an ILD layer are formed and filled with a metal (e.g.,
copper) that is polished to define the separate bottom capaci-
tor plates 604, 614 in aligned contact with the contact struc-
tures 603, 613. On each bottom capacitor plate 604, 614, a
capacitor dielectric 605, 615 may be formed, such as by
depositing an appropriate dielectric material (e.g., oxide,
nitride, etc.). Subsequently, an upper metal layer may be
formed in an upper ILD layer to define the top capacitor plates
606,616, 617 as shown, suchas by using a damascene process
whereby openings in the upper ILD layer are formed and
filled with a metal (e.g., copper) that is polished to define the
separate top capacitor plates. Additional conductive intercon-
nect layers are then formed in the upper ILD layers to connect
the top capacitor plates 606, 616 to the shared control gate
voltage Vcg, and to connect the top capacitor plate 617 to the
sense plate layer 619 and passivation layer 620. In this way,
layout space and process complexity is reduced by not form-
ing a second sense plate and by forming the control gates 606,
616 with a metal layer that is positioned underneath the con-
ductive sense plate layer 619 to be protected by the ILD stack.
Turning now to FIG. 7, there is shown a simplified circuit
schematic diagram of a differential pair CSFET sensing inte-
grated circuit 700 having a control gate capacitively coupled
to the CSFET gate in accordance with selected embodiments
of the present disclosure. The sensing circuit 700 includes a
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first floating gate FET N1 with a gate electrode 702, a second
floating gate FET N2 with agate electrode 712, and load
resistors R1, R2. The floating gate FETs N1, N2 may share a
common substrate voltage Vsub, and are connected with the
load resistors R1, R2 in parallel between the first reference
voltage (e.g., Vdd) and a second reference voltage (e.g., Vs).
As a reference transistor, the first floating gate FET N1
includes a gate electrode 702 that is not connected or coupled
to a target atom/molecule sensitive layer. Instead, the gate
electrode 702 is connected to receive a first gate voltage (Vgl)
that may be used to set the operating point for the sensing
circuit 700. As the chemically-sensitive transistor, the second
floating gate FET N2 includes a layer of sensing material 720
which is capacitively coupled to the gate electrode 712 via
conductive plate 717, and which is in contact with the fluid
722 being measured. Layer 720 can be omitted if the material
of'the plate 717 is sensitive to the target atom/molecule or ion.
In addition, the second floating gate FET N2 is capacitively
coupled to a conductive control gate or plate 716 which
receives the control gate voltage (Vcg) that may be used to
program or adjust the operating conditions for the second
floating gate FET N2. As a result, the control gate 716 may be
used to program the chemically-sensitive floating gate FET
N2 to a desired operating condition or voltage threshold (V1)
such that the mismatch between the standard transistor and
the CSFET legs of the circuit can be minimized to obtain an
increased target atom/molecule sensitivity and accuracy at
the sensing circuit 700 with a compact and efficient circuit.
With the depicted sensing circuit 700, the FETs N1, N2 are
not separately programmed, but instead only the CSFET N2
is adjusted so that a differential signal measured at the outputs
VO1, VO2 of the FETs N1, N2 can accurately quantify the
target atom/molecule concentrations in the fluid 722. As will
be appreciated, the sensing circuit 700 may be used for an
integrated circuit fabrication process which has relatively
small local mismatch, where the standard transistor is
expected to be very close to the target Vt but its programma-
bility allows its use in an even wider range of processes.

FIG. 8 shows a simplified cross-sectional view of a differ-
ential pair CSFET sensing integrated circuit 800 consistent
with the example sensing circuit 700 shown in FIG. 7. The
depicted sensing circuit 800 includes a standard or reference
MOSFET 850 and CSFET 851 formed ina common or shared
substrate 801 to be physically isolated from one another (as
indicated at line 810) so that the CSFET 851 is in contact with
the fluid 822 being measured. At the reference MOSFET 850,
the gate electrode 802 may be formed with a doped poly gate
layer and connected through one or more conductive inter-
connect layers to the first gate voltage (Vgl) without any
capacitively coupling structures. Though not shown, it will be
appreciated that the n+ drain region of the reference MOS-
FET 850 is connected to an output voltage node (VO1) and
across a load resistor (e.g., R1) to a first reference voltage
(e.g., Vdd), while the n+ source region of the reference MOS-
FET 850 is connected to a second reference voltage (e.g., Vs).
As with other embodiments, the reference MOSFET 850
advantageously reduces cost and processing complexity and
reduces the layout requirements by not including a sense plate
layer, passivation layer, or protective layer.

At the CSFET 851, the gate electrode 812 and associated
n+ source/drain regions are isolated by STI regions in the
p-well substrate 801. In addition, the gate electrode 812 may
be electrically connected through at least one via/contact
layer 813 to a capacitor bottom plate 814. In some process
technologies, the contact/via(s) connecting the gate to the
capacitor bottom plate will be unnecessary since these tech-
nologies will allow the capacitor to be formed with the gate



US 9,423,376 B2

11

layer as its bottom plate layer. Over the bottom capacitor plate
814, a first capacitor top plate (CTP) 816 is formed in an upper
conductive layer (e.g., metal) and capacitively coupled
through a capacitive insulating layer 815 to form a first
capacitor (e.g., MIM capacitor) with the bottom capacitor
plate 814. By connecting the first CTP 816 to receive control
gate voltage (Vcg), the second floating gate FET N2 may be
programmed to a desired voltage threshold (Vt) by capaci-
tively coupling the control gate voltage (Vcg) across the first
capacitor top plate 816. In addition, a second capacitor top
plate (CTP) 817 may be formed in an upper conductive (e.g.,
metal) layer and capacitively coupled through a capacitive
insulating layer 815 to form a second capacitor (e.g., MIM
capacitor) with the bottom capacitor plate 814. By connecting
the second CTP 817 through one or more via/contact layers
818 to a sense plate layer 819 formed in an upper conductive
layer (e.g., last metal) and covered by a target atom/molecule-
sensitive passivation layer 820, the second CTP is positioned
to measure the fluid 822 being tested. Layer 820 can be
omitted if the material of the sense plate 819 is sensitive to the
target atom/molecule or ion. Though not shown, it will be
appreciated that the n+ drain region of the reference CSFET
851 is connected to an output voltage node (VO2) and across
a load resistor (e.g., R2) to the first reference voltage (e.g.,
Vdd), while the n+ source region of the CSFET 851 is con-
nected to the second reference voltage (e.g., Vs).

In selected embodiments, the sensing circuit 800 may be
fabricated with a single poly-multi-metal process. For
example, after patterning the gates 802, 812 in a poly layer
formed over one or more gate dielectric layers on the sub-
strate 801, the source/drain and contact regions may be selec-
tively implanted and/or diffused by using sidewall spacers
and implant masks (not shown). Subsequently, interconnect
layers are formed over the gate electrodes 802, 812 to include
one or more bottom interlayer dielectric (ILD) layers in
which conductive contact structures (e.g., Vgl conductor(s)
and contact structures 813) are formed in aligned contact with
the gates 802, 812 and source/drain regions (not shown). In
addition, a first metal layer may be formed in an upper (ILD)
layer to define the bottom capacitor plate 814, such as by
using a damascene process whereby openings in an ILD layer
are formed and filled with a metal (e.g., copper) that is pol-
ished to define the separate bottom capacitor plate 814 in
aligned contact with the contact structure 813. On the bottom
capacitor plate 814, a capacitor dielectric layer 815 may be
formed, such as by depositing an appropriate dielectric mate-
rial (e.g., oxide, nitride, etc.). Subsequently, an upper metal
layer may be formed in an upper ILD layer to define the top
capacitor plates 816, 817 as shown, such as by using a dama-
scene process whereby openings in the upper ILD layer are
formed and filled with a metal (e.g., copper) that is polished to
define the separate top capacitor plates. Additional conduc-
tive interconnect layers are then formed in the upper ILD
layers to connect the top capacitor plate 816 to the control
gate voltage Vcg, and to connect the top capacitor plate 817 to
the sense plate layer 819 and passivation layer 820. In this
way, layout space and process complexity is reduced by not
forming a second sense plate and by forming the control gate
816 with a metal layer that is positioned underneath the con-
ductive sense plate layer 819 to be protected by the ILD stack.

Turning now to FIG. 9, there is shown a simplified circuit
schematic diagram of a differential pair CSFET sensing inte-
grated circuit 900 having separate, capacitively coupled con-
trol gates that may be separately controlled in accordance
with selected embodiments of the present disclosure. The
depicted sensing circuit 900 includes a first floating gate FET
N1 with a gate electrode 902, a second floating gate FET N2
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with a gate electrode 912, and load resistors R1, R2. The
floating gate FETs N1, N2 are depicted as sharing a common
substrate voltage ti sub and being connected with the load
resistors R1, R2 in parallel between the first reference voltage
(e.g., Vdd) and a second reference voltage (e.g., Vs). In addi-
tion, the first floating gate FET N1 is a reference transistor that
includes a gate electrode 902 that is not connected or coupled
to a target atom/molecule sensitive layer, while the second
floating gate FET N2 is a chemically-sensitive transistor that
includes a gate electrode 912 which is connected or coupled
to a target atom/molecule sensitive layer 920 via conductive
plate 917, and which is in contact with the fluid 922 being
measured. Layer 920 can be omitted if the material of the
plate 917 is sensitive to the target atom/molecule or ion. Each
floating gate FET N1, N2 also includes a separate conductive
control gate or plate 906, 916 that is capacitively coupled to
the gate electrode 902, 912 (or a bottom capacitor plate elec-
trically connected thereto) to receive a respective control gate
voltage Vegl, Veg2. In selected embodiments, the separate
conductive control gates or plates 906, 916, 917 may be
formed as terminals of a MIM capacitor or fringe capacitor in
a single poly process to capacitively couple the control gates
906, 916 and the sense plate 917 to the floating gates 902, 912
of'the floating gate FETs N1, N2. As a result, the control gates
906, 916 may be used to separately program the reference
floating gate FIT N1 and the chemically-sensitive floating
gate FET N2 to a desired threshold voltage Vt to reduce
and/or eliminate the mismatch between the FETs N1, N2 in
order to increase the sensitivity and accuracy of the sensing
circuit 900 with an efficient and compact circuit.

In accordance with any of the embodiments disclosed
herein, it will be appreciated that additional circuitry may be
included to enhance or modify the sensing performance. For
example, gate protection diodes 931, 932 connected respec-
tively to the gate electrodes 902, 912 (e.g., at the bottom plates
of the capacitors) can improve the matching between the
standard transistor and the CSFET and also provide electro-
static protection for the sensing circuit 900. In addition or in
the alternative, each of the passive load resistors R1, R2 may
be replaced with active transistor loads. If desired, a current
mirror circuit 940 may also be included to modulate the
differential gain and thereby increase the sensitivity and accu-
racy of the sensing circuit 900. In selected example embodi-
ments, the current mirror circuit 940 may include a potenti-
ometer voltage Vpot connected through a variable resistor Rv
to the drain of a third NMOS transistor N3. With the source of
the third NMOS transistor N3 connected to a reference volt-
age (e.g., Vs2), drain and gate of the third NMOS transistor
N3 connected to the gate of a fourth NMOS transistor N4, the
fourth NMOS transistor may be source-drain connected to
control the current flow and reference voltage (e.g., Vs) at the
shared source node of transistors N1, N2. Inyet other embodi-
ments, the potentiometer can be replaced by an integrated
active transistor to control the bias current. By providing the
sensing circuit 900 with separately controlled control gates
906, 916, the FETs N1, N2 which might have significant local
mismatch may be separately programmed so that a differen-
tial signal measured at the outputs VO1, VO2 ofthe FETs N1,
N2 can accurately quantify the target atom/molecule concen-
trations in the fluid 922. Though not shown, the differential
signals VO1, VO2 may be provided as an input to an analog-
to-digital converter (not shown) to provide digitized signals to
a signal processing system (not shown) for translation of the
signal to a target material property (e.g., presence, absence,
amount, concentration, toxicity, etc.) measurement.

With the disclosed differential pair CSFET sensing inte-
grated circuit 900, the control gates 906, 916 can be used to
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bias both the standard transistor N1 and the CSFET N2 to
suitable operating conditions such that the differential output
of the sensing circuit 900 is maximum for any change in the
target atom/molecule concentration in the fluid 922 being
measured, thereby increasing the sensitivity and accuracy of
the differential pair target atom/molecule sensing circuit 900
without any significant increase in the circuit size. And in
contrast to other double poly control gate solutions which
require gate programming or erase operations and can only be
fabricated in multiple poly layer processes, the disclosed
sensing circuit 900 may be fabricated with a single poly
process by forming the upper capacitor plates with conduc-
tive metal layers (e.g., a MIM or fringe capacitor) which are
used to capacitively couple one or more programming volt-
ages to the floating gates of the reference and/or chemically-
sensitive FETs N1, N2 to minimize their Vt mismatch for
higher sensitivity and accuracy. In addition, selected embodi-
ments of the present disclosure eliminate the requirement of
forming any sensitive coating layer on a floating gate, thereby
significantly reducing or eliminating the risk of potential
damage from application of a high voltage on the control gate
(e.g., during program/erase). This follows from the placement
of the sense plate layer as the top plate of the capacitor,
thereby protecting the underlying floating gate electrodes.

By now it should be appreciated that there is provided
herein a differential pair target atom/molecule sensing circuit.
The sensing circuit includes a reference field effect transistor
and a chemically-sensitive field effect transistor (CSFET). In
selected embodiments, the reference field effect transistor is
source-drain connected between a first load resistor and a first
reference voltage, and the CSFET includes a floating gate
electrode and is source-drain is connected between a second
load resistor and the first reference voltage. The sensing cir-
cuit also includes a control gate electrode that is capacitively
coupled to the CSFET and configured to apply a first control
gate voltage to program or otherwise adjust the CSFET to a
desired threshold voltage to control (e.g., increase) sensitivity
and/or accuracy of the differential pair target atom/molecule
sensing circuit. In selected embodiments, the CSFET
includes a sensing plate electrode that is capacitively coupled
to the floating gate electrode, where the floating gate elec-
trode is formed with a first polysilicon or metal layer, the
control gate electrode is formed in a second polysilicon or
metal layer, and the sensing plate electrode is formed with a
third polysilicon or metal layer that is located above the
second polysilicon or metal layer. In other embodiments, the
sensing circuit includes a second control gate electrode that is
capacitively coupled to the reference field effect transistor to
apply a second control gate voltage to program or otherwise
adjust threshold voltage for the reference field effect transis-
tor to control sensitivity and/or accuracy of the differential
pair target atom/molecule sensing circuit. In such embodi-
ments, the first and second control gate voltages may be
applied to program or adjust the threshold voltages for the
reference field effect transistor and CSFET to substantially
eliminate threshold voltage mismatch between the reference
field effect transistor and CSFET and/or to substantially
eliminate resistance mismatch in the differential pair sensing
circuit, such as resistor mismatch between the series resistors
of the reference field effect transistor and the CSFETs. For
example, the first control gate voltage is different from the
second control gate voltage in some embodiments, and is the
same shared control gate voltage in other embodiments. In the
differential pair target atom/molecule sensing circuit, a cur-
rent mirror circuit may be coupled to a shared source node of
the reference field effect transistor and the CSFET and/or first
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and second gate protection diodes may be connected, respec-
tively, to the gate of the reference field effect transistor and the
gate of the CSFET.

In another form, there is provided a method of forming a
chemically-sensitive field effect transistor (CSFET) circuit.
In the disclosed methodology, a substrate is provided. Over
the substrate, a CSFET gate electrode and a reference field
effect transistor gate electrode are formed. In addition, a first
capacitor bottom plate layer is formed over and in direct
electrical connection with the CSFET gate electrode. Over
the first capacitor bottom plate layer, a first control gate elec-
trode is formed that is capacitively coupled to the CSFET gate
electrode. For example, the first control gate electrode may be
formed with a patterned conductive layer formed on a dielec-
tric layer that is formed on the first capacitor bottom plate
layer. And over first control gate electrode, a sense plate layer
is formed that is capacitively coupled to the first capacitor
bottom plate layer and otherwise electrically isolated from
the first control gate electrode. In selected embodiments, the
CSFET gate electrode is formed with a first polysilicon or
metal layer, the first control gate electrode is formed with a
second polysilicon or metal interconnect layer, and the sense
plate layer is formed with a third polysilicon or metal layer
that is located above the first and second polysilicon or metal
layers. Finally, there is formed one or more additional first
conductors for supplying the first control gate electrode with
a first bias voltage to program a desired threshold voltage for
the CSFET formed with the CSFET gate electrode. In addi-
tion, the method may include forming a second capacitor
bottom plate layer over and in direct electrical connection
with the reference field effect transistor gate electrode; form-
ing a second control gate electrode over the second capacitor
bottom plate layer that is capacitively coupled to the reference
field effect transistor gate electrode; and forming one or more
additional second conductors for supplying the second con-
trol gate electrode with a second bias voltage to program a
desired threshold voltage for a reference field effect transistor
formed with the reference field effect transistor gate elec-
trode. In some embodiments, the first and second bias volt-
ages are different from one another, and other embodiments,
the first and second bias voltages are the same voltage. In
addition, the reference field effect transistor gate electrode
may be formed with a polysilicon layer and the second control
gate electrode may be formed with a first metal interconnect
layer.

In yet another form, there is provided a differential pair
target atom/molecule sensing device for determining the
presence or concentration of one or more target substances in
a medium. The disclosed device may include a semiconduc-
tor substrate in which is integrated a first field effect transistor
and a second field effect transistor having a floating gate
electrode. In addition, a capacitor bottom plate conductor
may be formed over the floating gate electrode and directly
electrically connected to the floating gate electrode. First and
second capacitor top plate conductors may also be formed
over the capacitor bottom plate conductor and capacitively
coupled across a dielectric layer to the capacitor bottom plate
conductor. Over the first and second capacitor top plate con-
ductors, a sense plate layer may be formed that is directly
electrically connected to the second capacitor top plate con-
ductor, where the sense plate layer is accessible to the
medium being measured and able to retain an electrical
charge from the medium. Finally, one or more conductors
may be formed for supplying a first control gate voltage to the
first capacitor top plate conductor to program the second field
effect transistor to a desired threshold voltage to adjust or
increase sensitivity and/or accuracy of the differential pair
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target atom/molecule sensing device formed from the first
and second field effect transistors. In selected embodiments,
the differential pair target atom/molecule sensing device may
also include an additional capacitor bottom plate conductor
formed over the first field effect transistor and directly elec-
trically connected to a gate electrode of the first field effect
transistor. Over the additional capacitor bottom plate conduc-
tor, an additional top plate conductor may be formed that is
capacitively coupled across a dielectric layer to the additional
capacitor bottom plate conductor. Finally, one or more con-
ductors may be formed for supplying a second control gate
voltage to the additional capacitor top plate conductor to
program the first field effect transistor to a desired threshold
voltage to adjust or increase sensitivity and/or accuracy of the
differential pair target atom/molecule sensing device.

Various illustrative embodiments the present invention
have been described in detail with reference to the accompa-
nying figures. While various details are set forth in the fore-
going description, it will be appreciated that the present
invention may be practiced without these specific details, and
that numerous implementation-specific decisions may be
made to the invention described herein to achieve the device
designer’s specific goals, such as compliance with process
technology or design-related constraints, which will vary
from one implementation to another. While such a develop-
ment effort might be complex and time-consuming, it would
nevertheless be a routine undertaking for those of ordinary
skill in the art having the benefit of this disclosure. For
example, selected aspects are depicted with reference to sim-
plified cross sectional drawings of a semiconductor device
without including every device feature or geometry in order to
avoid limiting or obscuring the present invention. In addition,
selected, selected aspects are shown in simplified schematic
diagram form, rather than in detail, in order to avoid limiting
or obscuring the present invention. And while the figures
depict versions of the circuit which use n-type MOSFETs,
one skilled in the art will appreciate that the equivalent ver-
sions of this circuit using p-type transistors and p-type MOS-
FETs for one of the reference transistor and CSFET and
n-type MOSFETs for the other are also effectively described.
Such descriptions and representations are used by those
skilled in the art to describe and convey the substance of their
work to others skilled in the art. Although the described
embodiments disclosed herein are directed to methods and
systems for differential pair CSFET sensing circuits, the
present invention is not necessarily limited to the example
embodiments illustrate herein, and various embodiments of a
differential pair CSFET structure and methodology disclosed
herein may be implemented with other circuit components.
For example, the logic states, voltage levels, and device types
(e.g., NMOS or PHOS transistors) can be changed or
reversed. Thus, the particular embodiments disclosed above
are illustrative only and should not be taken as limitations
upon the present invention, as the invention may be modified
and practiced in different but equivalent manners apparent to
those skilled in the art having the benefit of the teachings
herein. Accordingly, the foregoing description is not intended
to limit the invention to the particular form set forth, but on the
contrary, is intended to cover such alternatives, modifications
and equivalents as may be included within the spirit and scope
of the invention as defined by the appended claims so that
those skilled in the art should understand that they can make
various changes, substitutions and alterations without depart-
ing from the spirit and scope of the invention in its broadest
form.

The preceding detailed description is merely illustrative in
nature and is not intended to limit the embodiments of the
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subject matter or the application and uses of such embodi-
ments. In addition and unless expressly stated otherwise,
references herein to elements or nodes or features being “con-
nected” together means that one element is directly joined to
(or directly communicates with) another element, and not
necessarily mechanically connected. Likewise, unless
expressly stated otherwise, “coupled” means that one element
is directly or indirectly joined to (or directly or indirectly
communicates with) another element, and not necessarily
mechanically connected. Thus, the circuit schematics shown
in the figures may depict example arrangements of elements,
but additional intervening elements, devices, features, or
components may be present in an embodiment of the depicted
subject matter. Furthermore, the connecting lines shown in
the various figures contained herein are intended to represent
exemplary functional relationships and/or physical couplings
between the various elements. For the sake of brevity, con-
ventional techniques related to semiconductor processing,
CMOS devices, MOSFETs, target atom/molecule-sensitive
devices, and other functional aspects of the systems (and the
individual operating components of the systems) are not be
described in detail herein. Thus, it will be appreciated that
various embodiments described above may be produced
using any desired semiconductor processing techniques, such
as CMOS fabrication techniques. Further, a variety of semi-
conductor and conductor materials may be used, i.e., tradi-
tional metals (aluminum, copper, gold, etc.), polysilicon, sili-
con dioxide, silicon nitride, silicon, and the like.
Benefits, other advantages, and solutions to problems have
been described above with regard to specific embodiments.
However, the benefits, advantages, solutions to problems, and
any element(s) that may cause any benefit, advantage, or
solution to occur or become more pronounced are not to be
construed as a critical, required, or essential feature or ele-
ment of any or all the claims. As used herein, the terms
“comprises,” “comprising,” or any other variation thereof;, are
intended to cover a non-exclusive inclusion, such that a pro-
cess, method, article, or apparatus that comprises a list of
elements does not include only those elements but may
include other elements not expressly listed or inherent to such
process, method, article, or apparatus.
What is claimed is:
1. A differential pair sensing circuit comprising:
a reference field effect transistor comprising a gate elec-
trode coupled to a first voltage; and

achemically-sensitive field effect transistor (CSFET) com-
prising a floating gate electrode, a control gate electrode
connected to receive a first control gate voltage and
capacitively coupled to the floating gate electrode, and a
sensing plate electrode capacitively coupled to the float-
ing gate electrode;

where the first voltage and first control gate voltage are

separate voltages and where the first control gate voltage
adjusts a threshold voltage for the CSFET to control
sensitivity or accuracy of the differential pair sensing
circuit.

2. The differential pair sensing circuit of claim 1, where the
reference field effect transistor is source-drain connected
between a first load resistor and a first reference voltage, and
where the CSFET is source-drain connected between a sec-
ond load resistor and the first reference voltage.

3. The differential pair sensing circuit of claim 1, where the
floating gate electrode is formed with a polysilicon or a metal
layer, the control gate electrode is formed with a second
polysilicon or metal layer, and the sensing plate electrode is
formed with a third polysilicon or metal layer that is located
above the second polysilicon or metal layer.
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4. The differential pair sensing circuit of claim 1, compris-
ing a second control gate electrode capacitively coupled to the
gate electrode of the reference field effect transistor to apply
the first voltage as a second control gate voltage to adjust a
threshold voltage for the reference field effect transistor to
control sensitivity or accuracy of the differential pair sensing
circuit.

5. The differential pair sensing circuit of claim 4, where the
first and second control gate voltages are separate voltages
that are connected, respectively, to the control gate electrode
and second control gate electrode to adjust the threshold
voltages for the reference field effect transistor and CSFET to
substantially eliminate threshold voltage mismatch between
the reference field effect transistor and CSFET.

6. The differential pair sensing circuit of claim 4, where the
first and second control gate voltages are separate voltages
that are connected, respectively, to the control gate electrode
and second control gate electrode to adjust the threshold
voltages for the reference field effect transistor and CSFET to
substantially eliminate threshold voltage mismatch between
the reference field effect transistor and CSFET and to sub-
stantially eliminate resistance mismatch in the differential
pair sensing circuit.

7. The differential pair sensing circuit of claim 1, further
comprising a current mirror circuit coupled to a shared source
node of the reference field effect transistor and the CSFET.

8. The differential pair sensing circuit of claim 1, further
comprising first and second gate protection diodes connected,
respectively, to the gate of the reference field effect transistor
and the gate of the CSFET.

9. A method of forming a chemically-sensitive field effect
transistor (CSFET) circuit, comprising:

providing a substrate;

forming a CSFET gate electrode and a reference field effect

transistor gate electrode over the substrate;

forming a first capacitor bottom plate layer over and in

direct electrical connection with the CSFET gate elec-
trode;
forming a first control gate electrode over the first capacitor
bottom plate layer that is capacitively coupled to the
CSFET gate electrode;

forming a sense plate layer over the first control gate elec-
trode that is capacitively coupled to the first capacitor
bottom plate layer and otherwise electrically isolated
from the first control gate electrode;
forming one or more additional first conductors for sup-
plying the first control gate electrode with a first bias
voltage to program a desired threshold voltage for the
CSFET formed with the CSFET gate electrode; and

forming one or more additional second conductors for
coupling a second bias voltage to the reference field
effect transistor gate electrode, where the first and sec-
ond bias voltages are different voltages.

10. The method of claim 9, where forming the first control
gate electrode comprises forming a patterned conductive
layer on a dielectric layer formed on the first capacitor bottom
plate layer.

11. The method of claim 9, where the CSFET gate elec-
trode is formed with first polysilicon or metal layer, the first
control gate electrode is formed with second polysilicon or
metal layer, and the sense plate layer is formed with a third
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polysilicon or metal layer that is located above the first and
second polysilicon or metal layers.

12. The method of claim 9, further comprising:

forming a second capacitor bottom plate layer over and in
direct electrical connection with the reference field
effect transistor gate electrode; and

forming a second control gate electrode over the second
capacitor bottom plate layer that is capacitively coupled
to the reference field effect transistor gate electrode;

where the one or more additional second conductors
couple the second bias voltage to the reference field
effect transistor gate electrode by supplying the second
control gate electrode with the second bias voltage to
program a desired threshold voltage for a reference field
effect transistor formed with the reference field effect
transistor gate electrode.

13. The method of claim 12, where the reference field
effect transistor gate electrode is formed with a polysilicon
layer and the second control gate electrode is formed with a
first metal interconnect layer.

14. A differential pair sensing device for determining the
presence or concentration of one or more target substances in
a medium, comprising:

a semiconductor substrate in which is integrated a first field
effect transistor and a second field effect transistor hav-
ing a floating gate electrode;

a capacitor bottom plate conductor formed over the floating
gate electrode and directly electrically connected to the
floating gate electrode;

first and second capacitor top plate conductors formed over
the capacitor bottom plate conductor and capacitively
coupled across a dielectric layer to the capacitor bottom
plate conductor;

a sense plate layer formed directly over the first and second
capacitor top plate conductors and directly electrically
connected to the second capacitor top plate conductor,
where the sense plate layer is accessible to the medium
being measured and able to retain an electrical charge
from the medium; and

one or more conductors for supplying a first control gate
voltage to the first capacitor top plate conductor to pro-
gram the second field effect transistor to a desired
threshold voltage to adjust sensitivity or accuracy of the
differential pair sensing device formed from the first and
second field effect transistors.

15. The differential pair sensing device of claim 14, further

comprising:

an additional capacitor bottom plate conductor formed
over the first field effect transistor and directly electri-
cally connected to a gate electrode of the first field effect
transistor;

an additional top plate conductor formed over the addi-
tional capacitor bottom plate conductor and capacitively
coupled across a dielectric layer to the additional capaci-
tor bottom plate conductor; and

one or more conductors for supplying a second control gate
voltage to the additional capacitor top plate conductor to
program the first field effect transistor to a desired
threshold voltage to adjust sensitivity and/or accuracy of
the differential pair sensing device.
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